
МЕДИЦИНСКИЕ НАУКИ

НАУЧНОЕ ОБОЗРЕНИЕ № 2

141

имплантата-эндопротеза со здоровыми тканями, что позволило достичь положительного результата при объ-
ёмных оперативных вмешательствах в 96,2% случаев. Как показали проведенные исследования, использо-
вание разработанного индивидуального комбинированного имплантата-эндопротеза при замещении дефекта 
после внутриротового удаления объемных новообразований нижней челюсти позволяет оптимально адапти-
ровать костные, сухожильно-мышечные и нервные структуры и восстановить их раннюю функциональную 
активность.
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The article presents the results of development work on the creation and implementation of clinical implant - 
prosthesis to replace the bulk of bone defects of the mandible. In a clinical application , an endoprosthesis implant 
noted that the developed construction allows optimum adaptation to the implant members and muscle - tendon structure 
and have a stimulating activity morfofunktsionalnlnuyu early tissue defect area . The implant - prosthesis provides 
a complete reconstruction of the shape of the bone defect volume of the lower jaw , a stable implant - prosthesis 
connection with healthy tissue , which has resulted in a positive result for the bulk of operational interventions in 96.2 
% of cases. As studies have shown , the use of individual developed a combined implant - prosthesis for replacement 
of the defect after removal of the bulk of the intraoral lesions of the mandible allows optimum adaptation to the bone , 
tendon , muscle and nerve structures and restore them early functional activity.
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На сегодняшний день разработано и внедрено в практику огромное количество оригинальных биоактив-
ных покрытий внутрикостной части винтовых дентальных имплантатов. Каждая фирма-производитель заяв-
ляет об улучшенных характеристиках того или иного покрытия. Особого внимания заслуживают новейшие, 
но уже зарекомендовавшие себя в практике системы дентальных имплантатов. В данном исследовании пред-
метом изучения является система винтовых дентальных имплантатов «SGS». В эксперименте на лаборатор-
ных животных (кроликах породы «Серый Великан») установлено, что к 6 месяцам опыта в основной группе 
исследования (установлены винтовые дентальные имплантаты с бонитовым покрытием) наблюдается полно-
ценная остеоинтеграция с новообразованием зрелых костных трабекул и активным ангиогенезом, в отличие от 
контрольной группы (установлены винтовые дентальные имплантаты с машинной обработкой поверхности), 
где костеобразование идет по типу костной мозоли. В результате проведенного исследования установлено, что 
имплантация винтовых дентальных имплантатов с биоактивным бонитовым покрытием позволяет обеспечить 
формирование полноценного комплекса «имплантат-кость» в сроки от 3 до 4 месяцев. Авторами установлено, 
что бонитовое покрытие обладает выраженными остеокондуктивными свойствами и является полностью био-
инертным для организма, что дает возможность использовать его в дентальной имплантации с сокращением 
сроков ортопедического этапа лечения.
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To date, developed and put into practice a lot of original bioactive coatings of intraosseous screw dental 
implants. Each manufacturer claims about improved performance of a coating. Particularly noteworthy are the latest, 
but already proven in the practice of dental implants. In this study, the object of study is the system of screw dental 
implants «SGS». In an experiment on laboratory animals (rabbits «Gray Giant») found that at 6 months of experience 
in the main study group (set screw dental implants coated with bonitovym) observed complete osseointegration with 
new growth of mature bone trabeculae and active angiogenesis, in contrast to the control group (set screw dental 
implants with machined surface), where bone formation is the type of callus. The study found that the implantation 
of screw dental implants coated with a bioactive bonitovym allows for the formation of a full set of «implant-bone» 
in a period of 3 to 4 months. The authors found that the coating has expressed bonitovoe osteoconductive properties 
and is fully bioinert to the body, which makes it possible to use it in dental implantation of the reduction of the 
orthopedic treatment stage.


